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Acetone Vapors Detection Using a MWCNTs/SnO2 Nanocomposite Material
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Journal of Contemporary Physics (Armenian Academy of Sciences) 2019 57-64

<nnywé

Nanocomposite sensors of propylene glycol, dimethylformamide and formaldehyde vapors
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Study of MWCNTs/Sn0O2 Nanocomposite H202 Vapor Sensors
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